SGS

Test Report

SLE2306318200901TX

The following sample(s) wasiwere submitted and identified on behalf of the client as:

Sample Description

(A)Woven fabric (RAVEN LOT-L320413)

Sample Color (A )Whita

Composition (A)100% PES

Sample Receiving Date @ Aug 31, 2023

Testing Pariod ¢ Awg 31, 2023 - Sep 04, 2023

Test Result{s)

Test Parformed

Unless otharwise stated the results shown in this test report refer only 1o the
sample(s) tested, for further details, please refer to the following page(s).

Zelected tast(s) as requested by applicant

Signed for and on behalf of
BG5-C5TC Standards Technical Services Co., Lid. Hangzhou Branch

%’j

jack-yl_zhang(Account Executive)

%

mr;u«;mﬂ

R

g

Ll i 90 ol zuu n '-n T :bu.ilul 15 issLEd ljl Ui Coanparry sutjiect o s Sanscal Conditians of Baries it
Hp e ek S0 11 e TR el -Loon 61 B e 3 h'ﬂ-:l-hk “M'N’F_"F‘"\.
subipc i Term hr:l fior Eh-ullm Oy i3 =l D Teww ags comie: T 4 .- ’ 3

Abenian i 0 urisdlciian 13sues. defined 7y hio s
advied that Inksrmation somtsingd Aereon refiects M Campeny s NndIngs af VB Ser of 13 Inberverriion Ceiy and wibin Sk Rrts of

Chant's ravrerions, F oy, Tha Comgany's sole respane@iiity is 1o fs Clant and this ll:II:I.II'IlI'l: uul. nel nnnlrnh parties b &
irarmseihsn froim ilﬂ'ﬂ:lﬂ'rl | e rhgREE e u-nru ir‘l"l LA R T dum This d HI.I‘IHI Catindd DE rapeod i
et I full, wilhaul prge wiillas mlml ol mi- unai e b & uT Haladizanos of thie camenl ar
agasranes of his dacusmesl b onls IIHHIM hﬂ'ﬂ!fuhl!!l! L Ill-' l.r-lmmm ﬂlﬂlhu

rasytts shown in thic les! report refer only Iu1hrm:il1|]1n1 ans puch gamplsie] ans relnes for

Adtaniion To aheck A auibesiony of meting 1 isspeiaes mpom B oanifasie. pleass ganiac i l. J.l uli-nhn-u JE-TRE) B3O
P Y, or emall ON Dacoses kiBags, cam

G Nl s - s, T i o] Fyeng [ Hingrion Degng, Ohis 300052 0 (BE-STTBETHI 199 1 fEG-GMETHE3N  wwaosgsgmup.com.in

0 KI-AN- RIEREET R AHE M EBAR-E IDH: 00082 | (BE-STTRETISG | (O-STIETORRE0N @ aga.china@agacom
]
larrhae Al i S f s i B S 4%

Date:September 04,2023 Page 1 of 3



9GS

Test Report

Test Result

SLE2306318200901TX

Date:September 04,2023 Page 2 of 3

Smolder Resistance Test of Materials Used in Upholstered Furniture

(California Technical Bulletin 117-2013)

Section 1: Cover Fabric Test

Sampla: B

Test results
. . Yertical char length
Specimen Mo, | Duration of smoldering Opan flaming
{min:sec) (Yes/Na) (mim) Comments
1 ZBminddsac Mo 15 Fass
2 2Tmin29zac Mo 14 Pass
3 2imindgzac Mo 14 Fass

Pass/fail criteria:
1. A single mock-up test specimen fails to meet the requirements of this test procedure if any of the
following criteria occurs:

a) The mock-up tast specimen continues to smolder after the 45 minute test duration.

b) A vertical char length (measured as specified in step 11.9 of ASTM E1353-08a ©) of more than
1.8 inchas (45 mm) develops on the cover fabrics.
c) The mock-up test specimen transitions o open flaming.

o e L B2

. The cover fabric pagses the test if three initial mock-up specimens pass tha tast.
. If more than one initial specimen fails, the cover fabric fails the test

. If any ane of the three initial specimens fails, repeat the test on additional three specimens.

. If all three additional specimens pass the test, the cover fabric passes the test. If any one of the

additional three specimeans failz, the cover fabric fails the test.

Conclusion:

The Submitted Sample meets the flammability reguiremeants of Section 1 for Cover Fabric Test of
California Technical Bulletin 117-2013.
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**End of Report™
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